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F12 2000 1765 1400 F220 75 50.0 - 56.0 45
F14 1700 1470 1180 F240 70 42.5 - 46.5 28
F16 1400 1230 1000 F280 59 35.0 - 38.0 22
F20 1180 1040 850 F320 49 27.7 - 30.7 16.5
F24 850 745 600 F360 40 21.3 - 24.3 12
F30 710 625 500 F400 32 16.3 - 18.3 8
F36 600 525 425 F500 25 11.8 - 13.8 5
F40 500 438 355 F600 19 8.3 - 10.3 3
F46 425 370 300 F800 14 5.5 - 7.5 2
F54 355 310 250 F1000 10 3.7 - 5.3 1
F60 300 260 212 F1200 7 2.5 - 3.5 1
F70 250 218 180 F1500 5 1.6 - 2.4 0.8
F80 212 185 150 F2000 3 0.9 - 1.5 0.8
F90 180 154 125
F100 150 129 106
F120 125 109 90
F150 106 82 63
F180 90 69 53

* the diameters of the grits are for information only
the FEPA standard defines them as a range not a single value

FEPA SIZE SPECIFICATIONS

Macrogrits Microgrits


